
Summary 

The test article, TT Fabric from Nan Ya, was evaluated for primary skin irritation in accordance with the guidelines ofISO 
I 0993-10, Biological evaluation of medical devices - Pait I 0: Tests for irritation and skin sensitization. Two 25 mm x 25 mm 
sections of the test article and control article were topically applied to the skin of each of three rabbits and left in place for 
24 hours. The sites were graded for erythema and edema at I, 24, 48 and 72 hours after removal of the single sample 
application. 

There was no erythema and no edema observed on the skin of the animals treated with the test article. The Primary Irritation 
Index for the test article was calculated to be 0.0. The response of the test article was categorized as negligible. 
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